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for 5 h. The EAS Vario EL cube CHN elemental analyzer was used to measure the elemental composi-

tion of the solid products. The caloric value or energy content was determined by using Milne Bomb 

Calorimeter CAL2K ECO.In addition, for the purpose to identify the chemical structure and functional 

groups of the raw and torrefied pellets, the Fourier transforms infrared (FTIR) spectrometer (100 Perkin 

Elmer, MID IR spectrometer) was also performed by using the KBr disk technique (1 mg of sample/100 

mg of KBr). The samples were recorded in the range of400 - 4,000 cm−1. 

 

RESULTS AND DISCUSSION 

The Appearance of torrefaction feedstock and products 

Figure 1 shows the alteration colors of pellets before and after the torrefaction. The samples are denoted; 

a – Raw (un-torrefied) EFB pellets; b – Brown torrefied pellets; c – Black torrefied. The alteration color 

of torrefied EFB pellets from brown to black is mainly attributed to chemical compositions of biomass 

changes (Salca, et al., 2016).  

 
  

a. un-torrefied pellets b. Brown Pellets c. Black Pellets 

 Fig.1 The apperance of raw and torrefied samples of EFB pellets 

 

Ultimate and Proximate Properties 

Table 1 presents the results of the ultimate and proximate values of raw  EFB pellets and torrefied. The 

content of carbon (C) of the torrefied pellets was enhanced by 1.3 times higher than raw EFB pellets, 

while oxygen (O) and hydrogen (H) content were drastiscally decreases. The reduction of H and O 

content leads to the dehydration and deoxigenation reactions occurred during the treatment, thus signif-

icantly enhancing the heating value (HV) of the torrefied products. The values of atomic H/C and O/C 

ratios in raw sample were 0.14 and 0.96, respectively. After the torrefaction, the values were changed 

into 0.12–1.10 and 0.95–0.49, respectively. This result implies that the H/C and O/C values decreased 

due to the deoxygenation, dehydration and carbonization reactions occurred during the processes. The 

reaction occurs due to the oxygen-containing functional groups with high activity, moreover low 

activation energy were easy to crack or recombine to release the CO and CO2 (Chen, et al., 2011). 

Moreover, as it was state in the previous paper (Prins, et al., 2006) that the solid fuel with low O/C 

ratios produce the higher gasification efficiencies than fuels with high O/C ratio. Furthermore, the 

biofuels with highly oxygenated are not perfect fuels for gasifiers from an exergetic point of view. 

Therefore, the modification of the properties of biomass are more attractive than gasifying these biomass 

as fuel directly (Prins, et al., 2006). 

 

Tab. 1 Ultimate and proximate properties of  raw and torrified EFB pellets (%  d.b) 

Pellets 

Sample 

C H N O (diff) MC VM FC AC HV 

        (MJ/kg) 

Raw 47.24 6.63 0.82 45.32 9.21 27.08 63.61 9.0 15.82 

Brown  47.70 6.35 0.99 45.54 8.97 22.21 69.84 13.0 16.20 

Black  62.06 5.76 0.63 30.96 7.81 18.05 72.84 11.0 17.90 

d.b dry basis, diff. difference, VM volatile matter, FC fixed carbon, AC ash content, HV heating value 

214



 

7th TAE 2019 

17 - 20 September 2019, Prague, Czech Republic 

 

Chemical Composition Analysis Results of EFB Pellets 

The chemical compositional changes were measured by gravimetric quantification of each component, 

as indicated in Tab. 2. The fraction of each component in the raw and torrefied samples is presented 

based on 100 g of the initial biomass. The result shows those hemicelluloses fractions are more easily 

degraded by thermal treatment compared with cellulose and lignin. The hemicellulose was easier to be 

decomposed than other polymers due to its branched structure and lower degree of polymerization 

(Iryani, et al., 2017). Differ with hemicellulose, the cellulose has a greater thermal stability due to their 

structure which is consist of a long glucose polymer without branches, linked by strong β-(1,4)-glyco-

side bonds. In case of lignin, the analytical result shows that, the content of lignin tends to increase after 

the torrefaction. The lignin content increased due to char, re-polymerization products, condensation re-

actions, and saccharide decomposition products of hemicellulose attached on the surface of the solid 

material which then leads the dark solid color. This result is in line with the previous research (Salca, et 

al., 2016) which was stated that the alteration of biomass color after torrefaction is related to the degra-

dation of hemicellulose during the process.   

Tab. 2 Chemicals composition of pellets (%  d.b) 

No Sample Hemicellulose Cellulose Lignin others 

1 Raw EFB Pellets 26 35 17 22 

2 Brown Pellets 17 35 21 27 

3 Black Pellets 15 35 31 19 

 

Fourier Transforms Infra Red (FTIR) Results Analysis 

The FTIR spectroscopy was used to investigate the change of chemical structure before and after the 

torrefaction. The spectral data provides a simple characteristic comparison between the raw and the 

torrefied pellets. All of the peaks were confirmed with literature data (Iryani, et al., 2017; Pastorova, et 

al., 1993). The FTIR spectral data showed a peak around 3300 cm-1 that is attributed to an –OH group. 

Comparing the FTIR spectra of the raw and torrefied pellets, the –OH group peak tend to decreased after 

the treatment. This result is in line with the data of MC presented in Tab. 1. This result indicates that the 

hydrogen-bonded –OH groups of hemicellulose of wood was gradually degraded. The peak changes 

were most apparent in black pellets. The peak in the range of 2928–2940 cm-1 is attributed to the aliphatic 

CHn groups and also weakens indicating fragmentation and decomposition of the polymer chains. The 

peak in the range of 1720–1740 cm-1 represents C=O stretching vibrations of un-conjugated ketone, 

carbonyls, ester groups; and C=O of acetyl group in xylan (hemicellulose) become weaker after the 

torrefaction. The peak of the C–O–C aryl–alkyl ether linkages was detected around 1247 cm-1. The peak 

of the β-glycosidic linkages between glucose in cellulose was observed in the range of 874–897 cm-1. 

The peaks around 1608, 1500, and 1408 cm-1 correspond to the C=C linkages of aromatic groups in the 

lignin. The peaks around 1608 and 1408 cm-1suggest that lignin in the feed material was almost stable 

during the torrefaction and remained in the torrefied product. 

 

 
   Fig 2. FTIR spectra of raw and torrefied Pellets 
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Hygroscopic property of  EFB pellets 

 

Sample 

of 

pellets 

Before 

imersion 
5 min 30 min 1 h 2 h 12 h 

Raw 

      

Brown 

      

Black 

      
Fig. 3 Water absorption test of the raw and torrefied pellets. 

 

The hygroscopic property of biomass pellets was tested by water absorption test (Fig. 3). The water 

immersion test which was conducted for 5 min, 30 min, 1 h, 2 h, and 12 h  showed that the raw pellets 

fully disintegrated after 30 min. The Black pellets showed no significant disintegration even after 12 h 

test which is an advantage for long period storage of pellets.The results showed that the hygroscopic 

property of the raw pellets altered from hydrophilic into hydrophobic after torrefaction. The hydrophobic 

property of the torrefied pellet is one of their main advantage because moisture uptake by torrefied 

pellets is almost negligible even under severe storage conditions. It is generally known that the uptake 

of water by raw biomass is due to the presence of OH groups. Torrefaction produces a hydrophobic 

product by destroying -OH groups and causing the biomass to lose the capacity to form hydrogen bonds 

(Pastorova, et al., 1993). Due to these chemical rearrangement reactions, non-polar unsaturated 

structures are formed, which preserve the biomass for a long time without biological degradation, similar 

to coal (Prins, et al., 2006; Chen, et al., 2011).  

 

The mineral Compositions Comparison of Raw and Torrefied Pellets 

Tab. 3 presented the comparison of the mineral compositions of raw and torrefied pellets. The minerals 

compositions were analyzed using the X-ray fluorescence (XRF) analysis. The results confirmed the 

presence of K2O, CaO, SiO2, Al2O3 and Fe2O3 in the sample the result shows that the torrefaction can 

be slightly reduced the mineral content such as SiO2, P2O, CaO and K2O.  

Tab. 3 The mineral composition of raw and torrefied pellets 

Element Unit Raw Brown Pellet Black Pellet 

MgO % 1.21 1.35 1.44 

Al2O3 % 0 10.06 10,36 

SiO2 % 10.45 0 0 

P2O5 % 2,457 1,292 0 

SO3 % 3.57 2,418 2.34 

Cl % 6.60 6.62 5.97 

K2O % 51.58 44.25 46.19 

CaO % 17.71 14,87 14.83 

TiO2 % 0.19 1.03 1.03 
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Cr2O3 % 0.31 0.48 0.68 

MnO % 0.35 0.83 0,869 

Fe2O3 % 5.08 15.94 15.76 

ZnO % 0.733 0.19 0.18 

Rb2O % 0.22 0.45 0.500 

 

CONCLUSIONS  

The torrefied pellets or the black pellets of EFB was succesfully produced with good main energy 

properties. The results showed the reduction of moisture content after the torrefaction of biomass pellets. 

The improvement in the hygroscopic behaviour was also observed, showing a more hydrophobic 

product after torrefaction. The heating value of pellets remarkably increased after the torrefaction with 

COMB. The results proposed that torrefaction by using COMB technology could produce could produce 

friable, hydrophobic, and energy-rich fuel which ideal for gasification feedstock.  
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